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Introduction  
Many scientific works are dedicated by the 

research of the formation of shrinkage defects in 

metallic castings when cooling [1; 2; 3; 4; 5; 6; 7; 8]. 

The experiments in the industrial conditions and the 

computer modeling allow to obtain the reliable 

results of the casting process and perform the 

analysis of the formation in material of the shrinkage 

defects. The change of linear or volumetric shrinkage 

of the casting from temperature of alloy and cooling 

time can be represented by the regression equations. 

 

Materials and methods 
The computer calculation of cooling of metallic 

alloys and the analysis of the results were carried out 

in the programs LVMFlow and STATISTICA. 

The research of the cooling process was 

performed for following alloys: alloy steel 34CrMo4; 

quality carbon steel 1.0503; corrosion-resistant steel 

X3CrNiMo18-12; chromium steel SIS.2302; grey 

cast iron EN-GJL-150; malleable cast iron EN-JGS-

600-3; wear-resistant cast iron EN-GJMW-210 

(ductile cast iron); tinless bronze CuAl10Fe2-C; tin 

bronze CuSn5Zn5Pb5-C; brass CuZn40; aluminium 

foundry alloy SG 70A (silumin); zinc alloy ZA-8; 

nickel-cobalt alloy num.1; magnesium alloy MAG2; 

heat-resistant nickel alloy NiCr20TiAl; precise soft 

magnetic alloy 49K2FA. The chemical composition 

of metallic alloys is presented in table 1. 

Table 1 

The chemical composition of alloys. 

 

Name of alloy 
Alloying elements, % 

Fe C Si Mn Cr P S Cu Ni Al  Mo   Sn Zn Pb Mg Ti Cd Co Ce V 

34CrMo4 96.58 0.35 0.3 0.65 0.95 0.04 0.04 0.3 0.5 0.04 0.25 - - - - - - - - - 

1.0503 97.775 0.46 0.27 0.65 0.25 0.035 0.04 0.25 0.25 0.02 - - - - - - - - - - 

X3CrNiMo18-12 72.37 0.03 0.8 0.8 16 - - - 10 - - - - - - - - - - - 

SIS.2302 85.71 0.14 0.19 0.68 12 0.02 0.01 0.03 1.2 - 0.02 - - - - - - - - - 

EN-GJL-150 93.22 3.55 2.35 0.65 - 0.15 0.08 - - - - - - - - - - - - - 

EN-JGS-600-3 92.96 3.3 2.4 0.4 0.15 0.08 0.01 0.3 0.4 - - - - - - - - - - - 

EN-GJMW-210 63.2 2 1 0.7 30 0.1 0.1 - 2.9 - - - - - - - - - - - 

CuAl10Fe2-C 3 - - - - - - 87 1 9 - - - - - - - - - - 

CuSn5Zn5Pb5-C - - - - - - - 85 - - - 5 5 5 - - - - - - 

CuZn40 - - - - - - - 60 - - - - 40 - - - - - - - 

SG 70A 0.28 - 7.5 0.3 - - - - - 91.68 - - 0.03 - 0.2 0.01 - - - - 

ZA-8 0.07 - - - - - - 1 - 8.4 - - 90.49 0.01 0.02 - 0.01 - - - 

num.1 - - - - - - - - 80 - - - - - - - - 20 - - 

MAG2 - - - 0.22 - - - - - 8.1 - - 0.7 - 90.98 - - - - - 

NiCr20TiAl 1 0.06 0.06 0.4 20.5 - - - 74.32 0.95 - - - - - 2.7 - - 0.01 - 

49K2FA 48.75 0.03 0.15 0.3 - 0.01 0.01 - 0.3 - - - - - - - - 49 - 1.85 

 

http://s-o-i.org/1.1/tas
http://dx.doi.org/10.15863/TAS
http://t-science.org/
mailto:chemezov-da@yandex.ru
http://s-o-i.org/1.1/TAS-09-53-5
https://dx.doi.org/10.15863/TAS.2017.09.53.5
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Figure 1 ï The modified constitution diagrams of alloys: A ï alloy steel 34CrMo 4; B ï quality carbon steel 

1.0503; C ï corrosion-resistant steel X3CrNiMo 18-12; D ï chromium steel SIS.2302; E ï grey cast iron EN-

GJL-150; F ï malleable cast iron EN-JGS-600-3; G ï ductile cast iron EN-GJMW -210; H ï tinless bronze 

CuAl10Fe2-C; I  ï tin bronze CuSn5Zn5Pb5-C; J ï brass CuZn40; K ï aluminium  foundry  alloy SG 70A; L 

ï zinc alloy ZA-8; M  ï nickel-cobalt alloy num.1; N ï magnesium alloy MAG 2; O ï heat-resistant nickel 

alloy NiCr 20TiAl . 
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Initial temperatures of melts (red dot) and the 

percentage of the second main element of alloy (red 

dotted line) are presented on the modified 

constitution diagrams (Fig. 1). 

The simulation was implemented by the non-

equilibrium calculation model which takes into 

account the formation of the different solid phases 

during solidification of alloy [9]. When cooling of 

corrosion-resistant steel X3CrNiMo18-12, chromium 

steel SIS.2302, tin bronze CuSn5Zn5Pb5-C, brass 

CuZn40 and nickel-cobalt alloy num.1 one solid 

phase is formed. When cooling of alloy steel 

34CrMo4, carbon steel 1.0503, ductile cast iron EN-

GJMW-210, tinless bronze CuAl10Fe2-C, 

aluminium foundry alloy SG 70A, zinc alloy ZA-8, 

magnesium alloy MAG2 and nickel alloy 

NiCr20TiAl two solid phases are formed. When 

cooling of grey cast iron EN-GJL-150 and malleable 

cast iron EN-JGS-600-3 three solid phases are 

formed. The cylindrical castings with a diameter of 

20 mm were exposed by cooling. 

Preset cooling time of each alloy was the 

criterion of auto stop. Cooling time was taken of 70 

min (4200 s). The calculation time step of the 

cooling process of the castings was adopted of 100 s. 

The value of shrinkage was calculated with 

accurate to fourth decimal places. 

 

Results and discussion 
Maximum cooling rate of melts is observed in 

the time range of 1 ï 5 min. Hereinafter cooling rate 

of alloys is constantly decreased. 

The ranges of temperature change of alloys 

when cooling in the course of 70 minutes are 

presented in table 2. 

 

Table 2 

The ranges of temperature change of alloys when cooling. 

 

Name of alloy 
The range of temperature change when  

cooling of alloy (70 min) 

Alloy steel 34CrMo4 1590 ï 296.08 ÁC 

Carbon steel 1.0503 1580 ï 297.47 ÁC 

Corrosion-resistant steel X3CrNiMo18-12 1550 ï 277.92 ÁC 

Chromium steel SIS.2302 1580 ï 289.97 ÁC 

Grey cast iron EN-GJL-150 1250 ï 201.86 ÁC 

Malleable cast iron EN-JGS-600-3 1300 ï 203.95 ÁC 

Ductile cast iron EN-GJMW-210 1440 ï 227.33 ÁC 

Tinless bronze CuAl10Fe2-C 1130 ï 101.5 ÁC 

Tin bronze CuSn5Zn5Pb5-C 1110 ï 93.78 ÁC 

Brass CuZn40 990 ï 106.59 ÁC 

Aluminium foundry alloy SG 70A 720 ï 53.06 ÁC 

Zinc alloy ZA-8 500 ï 50.64 ÁC 

Nickel-cobalt alloy num.1 1560 ï 289.24 ÁC 

Magnesium alloy MAG2 700 ï 32.18 ÁC 

Nickel alloy NiCr20TiAl 1440 ï 208.18 ÁC 

Soft magnetic alloy 49K2FA 1550 ï 145.2 ÁC 

 

The three-dimensional plots of the surfaces 

were constructed. The surfaces were fitted (the 

quadratic smoothing method) to the corresponding 

variables in the XYZ coordinates. The description of 

these plots is carried out according to the obtained 

polynomial regression equations. 

The matrix plots give an idea about the 

dependence between variables of some set as a 

matrix of conventional two-dimensional plots. These 

plots are described by the linear regression equations. 

The graphic images of changes of the shrinkage 

value of alloys when cooling are presented in Figs. 2 

ï 17. According to the regression equations (1 ï 32), 

shown below of the plots, the dependence of alloys 

shrinkage from temperature, time and cooling rate 

was defined. 

Let's do an analysis of the results of the 

mathematical modelling. Cooling rate of alloys 

CuAl10Fe2-C, SG 70A and ZA-8 on the certain time 

ranges is equal to zero or maybe an increase of 

materials temperature. This change is expressed by 

multiplication of the coefficient k by cooling rate v of 

alloys (provided 0 < k < 1). Since cooling time t for 

all alloys was the same then the coefficients don't 

change significantly with allowance for the change of 

temperature. 

Linear shrinkage of soft magnetic alloy 

49K2FA was amount to 13.1411 % from the 

estimated dimensions of the casting. This is in 1.2 

times more of shrinkage of carbon steel 1.0503, in 

1.83 times more of shrinkage of ductile cast iron EN-

GJMW-210 and in 1.08 times more of shrinkage of 

aluminium foundry alloy SG 70A. 
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Regression equation (3D surface plot) 

Ů = 0.0049 + 0.0049t ï 18.9839v ï 5.7111 Ā 10-7t2 + 0.0035tv ï 17.419v2                        (1) 

 
Regression equations (Matrix plot)  
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Figure 2 ï The dependencies of shrinkage of alloy steel 34CrMo4 from temperature, time and cooling rate. t 

ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 0.0085 + 0.0051t ï 18.5694v ï 6.1648 Ā 10-7t2 + 0.0045tv ï 16.3751v2                      (3) 

 
Regression equations (Matrix plot)  
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                                                    (4) 

Figure 3 ï The dependencies of shrinkage of carbon steel 1.0503 from temperature, time and cooling rate. t ï 

time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 0.2429 + 0.0115t ï 9.9151v ï 1.7253 Ā 10-6t2 + 0.0205tv ï 1.1471v2                         (5) 

 
Regression equations (Matrix plot)  

î
í

î
ì

ë

+=

-=

+=

v1108003177499486

T200397917680605067489

t00115989270015527554

..

..

..

e

e

e

                                                     (6) 

Figure 4 ï The dependencies of shrinkage of corrosion-resistant steel X3CrNiMo 18-12 from temperature, 

time and cooling rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 1.3302 + 0.0037t ï 3.3956v ï 4.4332 Ā 10-7t2 + 0.0024tv ï 0.5043v2                         (7) 

 
Regression equations (Matrix plot)  
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Figure 5 ï The dependencies of shrinkage of chromium steel SIS.2302 from temperature, time and cooling 

rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 1.2328 + 0.006t ï 27.1118v ï 9.2426 Ā 10-7t2 + 0.0135tv ï 43.305v2                         (9) 

 
Regression equations (Matrix plot) 
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Figure 6 ï The dependencies of shrinkage of grey cast iron EN-GJL-150 from temperature, time and cooling 

rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 1.5695 + 0.0072t ï 18.549v ï 1.1149 Ā 10-6t2 + 0.0127tv ï 21.3591v2                     (11) 

 
Regression equations (Matrix plot)  
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Figure 7 ï The dependencies of shrinkage of malleable cast iron EN-JGS-600-3 from temperature, time and 

cooling rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 0.8066 + 0.0076t ï 20.6186v ï 1.1619 Ā 10-6t2 + 0.0156tv ï 28.6702v2                    (13) 

 
Regression equations (Matrix plot)  
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Figure 8 ï The dependencies of shrinkage of ductile cast iron EN-GJMW -210 from temperature, time and 

cooling rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 
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Regression equation (3D surface plot) 

Ů = 3.8766 + 0.0029t + 0.4141v ï 3.0643 Ā 10-7t2 ï 0.0085tv ï 1.606v2                         (15) 

 
Regression equations (Matrix plot)  
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Figure 9 ï The dependencies of shrinkage of tinless bronze CuAl10Fe2-C from temperature, time and 

cooling rate. t ï time, s; v ï cooling rate, ÁC/s; T ï temperature, ÁC. 


